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City Utilities of Springfield, Missouri d@,m—,,, Alessourd
Jewall P. O. Box 551 sI80f
Springfield, Missouri 65801 November 13, 1973
; Inv. #B-351
Purchase Order No. E19161 Page 953
Re: Lab. No. 948976
Ash Sample
91,8976
Percent weight: .
Silicon diloxide 30.90
Aluminum oxdde : 13.22
Iron oxide 24.30
Loss on ignition 5.70
Physical mean particle diameter in microns. 0.0498 Millimeter
Specific gravity. ; 2.78

ézl%%qdi&ﬂ, /Y9 2L
Elmer Tyres, Ghief Chemist

THE ABOVE FIGURES ARE A5 DETERMINED IN OUR LABORATORIES
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